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Microbiological Analysis Chemical Analysis 

ASTM E2149-01 % Extraction 

 

Description 
 Initial 5X Initial 5X 

Avalon / 8864 99.99% 99.7% 86% 45% 

 
ASTM E2149-01  

1.0g sample 
50 ml 0.3 mM KH2PO4

1x105 Escherichia coli / ml 
0.01% Q2-5211 wettin  agent g

1 hour contact time 

ACTM 0200 BPB Direct Stain 
(Uniformity): 

1.0g sample 
0.025% BPB dH2O solu on ti

20 minute exposure 

ACTM 0210 BPB Extraction (EXT): 
1.0g sample 

0.001% BPB dH2O solution 
20 minute exposure 
595nm Absorbance 

0.01% Q2-5211 wetting agent 

AATCC 61-1996 Accelerated Laundering 
(Washes) 

Test 2A 
38º ±3ºC 

50 Steel Balls 
0.15% AATCC Standard Reference Detergent 

ACTM 0001 Post Laundering Protocol  
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